TAONG CUC TIEU CHUAN PO LUSNG CHAT LUONG

TRUNG TAM KV THUAT TIEU CHUAN DO LUGNG CHAT LUGNG 3
QUATEST3® QUALITY ASSURANCE & TESTING CENTER 3

Head Office: 49 Pasteur, Dist, 1, HCMC, Vietnam  Tel: (84-28) 38294274  Fax: (84-28) 3829 3012 E-mail: info@quates3.comvn  Website: www.quatesti.com.vn
Testing Complex: @ No.7, road No.1, Bien Hoa 1 1Z, Dong Nai, Vietnam @ C5 lot, K| road, Cat Lai 1Z, Dist.2, HCMC, Vietnam @ 64 Le Hong Phong, Dist.5, HCMC, Vietnam
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CORROSION TAPE 600

khach hang cung cép.
01 cudn biang dinh mau den + 01 chai dung dich mau den

3. $6 lugng mau 01

4. Ngay nhan miu © 10/08/2023 (bd sung mau ngay 05/09/2023)

5. Thoi gian thir nghiém @ 11/08/2023 - 07/09/2023

6. Noi giri mau . CONG TY TNHH CO PIEN PANG PHAT

Ban, Quin Long Bién, Thanh phd Ha Ndi, Vigt Nam
7. Két qua thir nghiém

1. Tén mau . BANG KEO CHONG AN MON ONG KIM LOAI HLDT600/ANTI-

2. Mo ta mau . MAu thtr nghiém do khéch hang ldy miu, tén miu va thong tin vé miu do

Tang 2, Khu X3-2 ngd 68/45 dwong Nguyén Viin Linh, Phwdng Thach

Don vi Két qu

Tén chi tiéu el Phuong phéap thur nghiém

a thur

7.1 Do bam dinh bang keo véi kim loai | N/10mm | ASTM D 3330 - D3330M - 04 | 40,7
(™) (2018) Method A

7.2 Db bén kéo N/10mm | ASTM D 3759/D 3759M - 05 61,3
Method A
7.3 D9 gidn dai tai thoi diém duat % ASTM D 3759/D 3759M- 05 670
Method A

7.4 D0 day trung binh cua bing keo mm ASTM D 3652 — D 3652M - 0,990
01 (2020)

7.5 Do hip thy nuée(23 °C; 24 gid) % ASTM D 570 — 98 (2018) 0,06
(Thay doi theo khoi lugng)

Ghi chi: Kim loai: thép

P. TRUONG PTN HANG TIEU DUNG /1 AM DQC

I

Nguyén Thi Thity Nhi Ngb Qudc Viét

1. Ciic két qua thir nghi¢m ghi trong phiéu nay chi ¢ gid tri doi véi mau do khich hing giri dén va khong phai 1a gidy chimg nhin san phim.,
Test re. \ufh are valid for the namely submitied sample (s) only, ctml'fhl isnota Luuf.u ate of product.
2. Tén mi, tén khach hang duge ghl theo yéu ciu ciia noi giri miu. ! Name of mmph (s) and customer are writfen as customer 5 request.
3. Do khang dim bao do md rong duge tinh tir 4§ khang dam bio do chudn nhan vdi hé sé phi k=2, phin b6 chudn twong img véi 95 % do tin cdy.
The reported expanded wncertainty of measurement is stated as the standard uncertainty of meas mwui{mlr.’rqh'h.:”n the coverage factor k = 2, at 95 % confidence level.
4. Khong duge trich sao mét phan phicu két qua thir nghi¢m nay néu khéng co sy dong y bing vin bin cia Trung tim Ky thugt 3.
This Test qull shall not be reproduced, except in full, without the written permission by Quatest 3.
5. Myi thiic mac vé két quit khach hing lién h¢ theo dja chi dh.csf@quatestd.com.vn vi rq.tnfedquatestd.com.vn dé biét théem théng tin,
Please contact Quatest 3 at the email addresses dh.cs@yguatest3.con.vn and rg.tn@guatest3.comn  for further information about test report .

Lén sira déi: 1 BHI5 (04/2020)
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